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FRER STAINLESS STEEL WELDED TUBE 1R / B 2025/7/25
DESCRIPTION OF PRODUCT PURCHASE ORDER NO. DATE
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SPEC SIZE (MM) fi WE:HT
NO. STEEL GRADE HEAT NO. LOT NO. - — C Si Mn P S Cr Ni N Mo Co Ti
HME B2E KE
PCS MT
oD THICK LENGTH
1 AISI 316L 2310829 UP2888-01 88.9*4*5800 303 14.322 0.026 0.44 1.18 0.029 0.005 16.53 10.01 0.05 2.02
2 AISI 316L N221218AY08 UP2888-02 76.1*3*6000 40 1.309 0.010 0.49 1.33 0.037 0.002 16.45 10.02 0.04 2.02
3 AISI 316L DG5381755 UP2888-03 108*5*5800 33 2.386 0.015 0.56 1.40 0.021 0.002 16.63 10.03 0.01 2.02
&it (TOTAL) 376 18.017
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HEAT NO LoT NG (1) (Y.S) |ELONGATION| ) arrENING DIMENSIONS SURFACE EDDY CURRENT FLARING HYDROSTATIC
NO. ’ ' Rm Rp0.2 TEST CHECK CHECK TEST TEST TEST
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Mpa
1 2310829 UP2888-01 650 350 50 OK OK OK OK
2 N221218AY08 UP2888-02 660 365 51 OK OK OK OK
3 DG5381755 UP2888-03 655 345 50 OK OK OK OK
1. ZERAARAIIFZELUFEEFITRER , This is to certify that the above materials have been tested and the test results meet the requirements of the order.
2. RERWFAAEHHE . The certificate shall not be reproduced or reproduced for any other purposes without the permission of the company.
3. BRIELLFRERSEIER . We hereby certify the above statement to be true and correct in every detail. /\\ £
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