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CUSTOMER PROFORMA INVOICE NO. UPCA250901-SC2965 CERTIFICATE NO. UP/MTC251021
FRER ITERE BEA
DESCRIPTION OF PRODUCT TIN PLATE STEEL PURCHASE ORDER NO. ! DATE 2028/10/21
EiRM R MR RERTS DR-8 FERRAIR JIS G3303
BASE MATERIAL DELIVERY STATUS STONE FINISH PRODUCT STANDARD
Mg B2 WERD (BEDE) /1%
Fe | EEHE e s = byt Zoie ) P
MATERIAL DESCRIPTION CHEMICAL COMPOSITION (HEAT ANALYSIS) /%
ERE 1 g8
SPEC SIZE (MM) TIN COATING PCS WEIGHT
NO. BASE MATERIAL HEAT NO. LOT NO. C Si Mn P S Cr Ni N Ti Mo Co Cu
B B K ,
THICK WIDTH LENGTH G/M PCS MTS
1 MR 12280290205 UP2965-01 0.152 x 482.6 x 635 2.8 18,349 6.98 0.06 0.01 0.19 0.015 0.006
2 MR 12280290402 UP2965-02 0.06 0.01 0.17 0.015 0.008
0.152 x 558.8 x 635 2.8 22,034 10.54
3 MR 12280290403 UP2965-03 0.06 0.01 0.17 0.015 0.008
it (TOTAL) 40,383 17,52
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TENSILE TEST
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HEAT NO LOT NO (T'S') (Y'S') IMPACT ULTRASONIC PENETRANT HYDROSTATIC INTERGRANULAR CORROSION
NO. ! ’ Rm Rp0.2 EL TOP BOT TEST TEST TEST TEST TEST
HR30T
Mpa A(%) G/M?
1 12280290205 UP2965-01 557 556 1 70 2.86 2.93
2 12280290402 UP2965-02 561 560 1 70 2.78 2.72
3 12280290403 UP2965-03 561 560 1 70 2.78 272
1. ZIERAAERRIIFRERVUFEBZFPITEENR, This is to certify that the above materials have been tested and the test results meet the requirements of the order.
2. REARFATGHEE . The certificate shall not be reproduced or reproduced for any other purposes without the permission of the company. .
3. ERIEUEMERNBESER ., We hereby certify the above statement to be true and correct in every detail. R k y g% %‘@g
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