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UPRIME Shanghai Uprime Metal Co., Ltd.

Web: www.uprimemetal.com

FRmR=IER+HE  MILL TEST CERTIFICATE
TR B BREE iEBs
CUSTOMER PROFORMA INVOICE NO. UPDE250915-5C2980 CERTIFICATE NO. UP/MTC251014
FREIR DLt B
DESCRIPTION OF PRODUCT TITANIUM PLATE & INCONEL 600 (75NI/16CR) ROUND BAR, COLD DRAWN PURCHASE ORDER NO. / DATE 2025/10/14
as TITANIUM, GRADE 5 (3.7165) RERE PLATE: M PR AR PLATE: ASTM B265
! ) BAR: SOLUTION ANNEALED & !
ALLOY INCONEL 600 (75NI/16CR) DELIVERY STATUS POLISHED PRODUCT STANDARD BAR: ASTM B166
%S s s #s i L] KERS (BENE) /%
MATERIAL DESCRIPTION CHEMICAL COMPOSITION (HEAT ANALYSIS) /%
R
SPEC SIZE (MM) NET WEIGHT
NO. ALLOY HEAT NO. LOT NO. Ti Al \ Fe C N H o] Cu Ni P Si Mn Cr S
BE BE KE KGS
THICK WIDTH LENGTH
GRADE 5 Ti .
1 (Ti-6AI-4V) 2650100002 UP2980-01 5.0*65*3000 195.50 Remainder | 6.03 3.80 0.30 0.08 0.05 0.015 0.20 - - - - - - -
2 INCONEL 600 25-02-0828 UP2980-02 @16*3000 500.00 - - - 7.89 0.05 - - - 0.007 | 75.40 | 0.007 | 0.345 | 0.195 | 15.49 | 0.0011
&3t (TOTAL) 695.50
Fe e e LR R#E smies S fEaan BERA
TENSILE TEST
NRERE EREE iR
(TS) (Y.S) ELONGATION DIMENSIONS SURFACE ULTRASONIC
HEAT NO. LOT NO. MICROSTRUCTURE MACROSTRUCTURE
NO. Rm Rp0.2 CHECK CHECK TEST
A%
Mpa
1 2650100002 UP2980-01 1026 935 16 OK OK OK OK OK
2 25-02-0828 UP2980-02 688 366 48 OK OK - - OK
1. ZEBAERIZRLRNFTEEFITRER , This is to certify that the above materials have been tested and the test results meet the requirements of the order.
2. REARFARATEFEE o The certificate shall not be reproduced or reproduced for any other purposes without the permission of the company. Q)\e
3. BRI EFBERBESIER . We hereby certify the above statement to be true and correct in every detail. /—-\\v &% Q 7 A
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