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POM250709-SC2920 P/MTC25082
CUSTOMER PROFORMA INVOICE NO. UPOM250709-5C29 CERTIFICATE NO. v 250826
FRAIR 1T B RIS BEA
DESCRIPTION OF PRODUCT STAINLESS STEEL SEAMLESS PIPE PURCHASE ORDER NO. POMC7310 DATE 2025/8/26
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s TP316L SRR SOLID SOLUTION PICKLED FERA ASTM A312
GRADE DELIVERY STATUS PRODUCT STANDARD
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MATERIAL DESCRIPTION CHEMICAL COMPOSITION (HEAT ANALYSIS) /%
SPEC SIZE (MM) aE
QUANTITY
NO. STEEL GRADE HEAT NO. LOT NO. C Si Mn P S Cr Ni Mo N Cu Co Ti
sz 3= KE pCS
oD THICK LENGTH
1 TP316L 316LN2208461A84 UP2920-01 6.35*2.11*6000 400 0.029 0.41 1.25 0.033 0.006 16.32 10.47 215
2 TP316L 316LN2208461B62 UP2920-02 9.525*3.15*6000 400 0.029 0.41 1.25 0.033 0.006 16.32 10.47 215
&it (TOTAL) 800
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TENSILE TEST
R BRI R HARDNESS SOLUTION
HEAT NO. LOT NO. (1) (v.S) ELONGATION TEMPERATURE oul DIMENSIONS SURFACE HYDROSTATIC | INTERGRANULAR | TECHNOLOGICAL
NO. CHECK CHECK TEST CORROSION PROPERTIES TEST
Rm =205Mpa |Rp0.2 =520Mpa A% HRB °C
1 316LN2208461A84 UP2920-01 573/636 228/301 48/61 68 1050 OK OK OK OK OK OK
2 316LN2208461B62 UP2920-02 573/636 228/301 48/61 68 1050 OK OK OK OK OK OK
1. ZKEBAARRIFRERVFTEEFLITRER , This is to certify that the above materials have been tested and the test results meet the requirements of the order.
2. RER/FARATEHIEH . The certificate shall not be reproduced or reproduced for any other purposes without the permission of the company.
3. BRIEALFERNBHEI AR . We hereby certify the above statement to be true and correct in every detail. & 72 ﬁ@ﬁ P
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