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DESCRIPTION OF PRODUCT STAINLESS STEEL COLD ROLLED COIL PURCHASE ORDER NO. PO008422 DATE 2025/8/21
IS RERE FREAIRE
304D 2B ASTM A240/A240M
GRADE Q DELIVERY STATUS PRODUCT STANDARD
s we pe e g £ WERD (BEIZE) /%
MATERIAL DESCRIPTION CHEMICAL COMPOSITION (HEAT ANALYSIS) /%
HE e
NO STEEL GRADE HEAT NO LOT NO R QUANTITY |[NET WEIGHT C Si M P S C Ni N C Ti M
. . . BE e oy oL o i n r i u i )
THICK WIDTH LENGTH
1 304DQ 33040068D UP2935 0.69*1219 1 5819 0.044 0.37 1.03 0.027 0.003 18.11 8.14 0.036
/
/
&1t (TOTAL) 1 5819
Fe e #e S BE | BB BEWE REWH R
TENSILE TEST
nHiRE BARZRE R
(TS, (Yv.S.) | ELONGATION HARDNESS
HEAT NO. LOT NO. IMPACT.T ULTRASONIC.T. PENETRANT.T. HYDRO. T. INTER. CORROSION. T.
NO. Rm Rp0.2
A % HV
Mpa
1 33040068D UP2935 644 267 66.0 158
/
/
1. BEBAXRRIITREZRVFEEPITEER, This is to certify that the above materials have been tested and the test results meet the requirements of the order.
2. REARFARTEHIEH, The certificate shall not be reproduced or reproduced for any other purposes without the permission of the company.
3. BREALFFERNBESEM, We hereby certify the above statement to be true and correct in every detail. /—.\ T AN
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